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‘( 1.t As per Specification: IS-4923/ASTM A500/EN-10219
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LJXSquare Hollow Section Dimensional Chart

Thickness (mm)
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Please note:
Material would be also be made available in YSt 310 & TS 450 along with YSt 355 & TS 500
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